
Inappropriate Size Point 
and/or Needle too Thick

Difference in Needle Depth

Knit/Fabric

Plastic

Fabric Yarn Breakage

Skipped Stitches

Upper Thread Breakage

Loose Seams

Trouble due to Wear 
and Point Damage

Poor Seams Appearance

Stitch 

Thicker Thread

Twist Displacement 
of Thread

SEWING TROUBLE and COUNTERMEASURE NEEDLE 
- CAR SEAT / LEATHER -

TROUBLE CAUSE COUNTERMEASURE 
NEEDLE

MATERIAL /
SEWING TYPE
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Fabric Yarn Breakage

DP-N45 #18 DPX17 #18

DPX17 #19S DPX17 #18S DPX17 #16S DP-N45#18



Poor Seam Appearance

Regular

S

SS

DPX17 #18

D TRI S SS



Seams

Needle 
Hole

Shape

The movement of the upper thread is indicated by the arrow.

Cutting Point Line
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